
STATE OF CALIFORNIA--BUSINESS,TRANSPORTACTION AND HOUSING AGENCY Arnold Schwarzenegger, Governor

DEPARTMENT OF TRANSPORTATION
DIVISION OF ENGINEERING SERVICES
Office of Structural Materials
Quality Assurance and Source Inspection

Bay Area Branch
690 Walnut Ave.St. 150
Vallejo, CA 94592-1133
(707) 649-5453
(707) 649-5493

Contract #:  04-0120F4 

Cty:  SF/ALA Rte:  80 PM:  13.2/13.9

File #:     69.28

WELDING INSPECTION REPORT
Resident Engineer:Pursell, Gary Report No: WIR-000539

Address: 333 Burma Road Date Inspected: 22-Aug-2007
City: Oakland, CA 94607

Project Name: SAS Superstructure OSM Arrival Time: 830
Prime Contractor: American Bridge/Fluor Enterprises, a JV OSM Departure Time: 1700
Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), Changxing Island Location: Shanghai, China

CWI Name: N/A CWI Present: Yes No
Inspected CWI report: Yes No N/A Rod Oven in Use: Yes No N/A
Electrode to specification: Yes No N/A Weld Procedures Followed: Yes No N/A
Qualified Welders: Yes No N/A Verified Joint Fit-up: Yes No N/A
Approved Drawings: Yes No N/A Approved WPS: Yes No N/A

Delayed / Cancelled: Yes No N/A
Bridge No: 34-0006 Component: Radiographic Film

Summary of Items Observed:
On this date, Caltrans Office of Structural Materials (OSM), Quality Assurance (QA) Inspector, David A. Smith 
was present for the observations related to the following;
At the request of Robert Cuellar, Task Leader for Caltrans Project Number 04-0120F4, a Caltrans QA Inspestor 
did review the Radiographic film of the welders and welding operators qualification test plates.  
Welding Operator Identification numbers are as follows: 070801002, 070801004, 070801007, 070801009, 
07080101, 070801011, 070801013, 070801014, 070801019, 070801020, 070801022, 070801024 & 070801025. 
Welders Identification numbers are:
070801101, 070801102, 070801105, 070801107, 070801110, 070801111, 070801112, 070801113, 070801114, 
070801115, 070801116, 070801117, 070801120, 070801123, 070801124, 070801125, 070801126, 070801128, 
070801129070801130, 070801131, 070801134, 070801136, 070801137, 070801138, 070801139, 070801140, 
070801141, 070801142, 070801143, 070801144, 070801146, 070801148, 070801152, 070801153, 070801154, 
070801156, 070801157, 070801158, 070801160, 070801161, 070801164, 070801165, 070801201, 070801202, 
070801203, 070801204, 070801207, 070801208, 070801209, 070801210, 070801211, 070801214, 070801216, 
070801217, 070801219, 070801220, 070801222, 070801223, 070801224, 070801227, 070801228, 070801229, 
070801231, 070801232, 070801233, 070801235, 070801236, 070801237, 070801239, 070801240, 070801244, 
070801247, 070801249, 070801251, 070801253, 070801255, 070801257, 070801258, 070801259, 070801260, 
070801262, 070801263, 070801266, 070801267, 070801268, 070801269, 070801271, 070801282, 070801284, 
070801286, 070801287, 070801288, 070801289, 070801298, 070801299, 070801304, 070801305, 070801306, 
070801310, 070801313, 070801314, 070801316, 070801317, 070801318, 070801319, 070801320, 070801321, 
070801322, 070801324, 070801325 & 070801326.
Any discrepancies noted are listed on the attached "Reports of Radiographic Examination".   
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WELDING INSPECTION REPORT
( Continued Page 2 of     )2

Summary of Conversations:
There were no conversations pertinent to this project that took place during this shift.
Comments
This report is for the purpose of determining conformance with the contract documents and is not for the purpose 
of making repair or fit for purpose recommendations.  Should you require recommendations concerning repairs or 
remedial efforts please contact Mazen Wahbeh, (818) 292-0659, who represents the Office of Structural Materials 
for your project. 

Inspected By: Smith,David Quality Assurance Inspector

Reviewed By: Cochran,Jim QA Reviewer
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